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AWS D1.1 TEST POSITIONS

Plates vertical;

Plates horizontal axis of weld
horizontal

(A} Test position 1G (B) Test position 2G
Plates vertical;
F axis of weld Plates horizontal
vertical
(C) Test position 3G (D} Test position 4G

Positions of Test Plates for Groove Welds



